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REPORT OF ANALYSIS

LAB. NO: 917700

SAMPLE ID: ENVIROFILL® 8/16
TYPE OF ANALYSIS: PARTICLE SIZE ANALYSIS

U.S.D.A. U.5. STD. PARTICLE RESULTS PERCENT
PARTICLE NAME SIEVE NO. SIZE RETAINED* RETAINED
mm wt. %
Gravel 6 ( > 3.34 ) 0.14 0::Q7
Fine Gravel 8 (2.36-3.34) 13.15 6.58
10 (2.00-2.36) 40.08 20.05
SAND FRACTIONS:
Very Coarse Sand 12 (1.70-2.00) 58.98 29.50
14 (1.40-1.70) 71,14 35.58
16 (1.18-1.40) 13.84 6.92
18 (1.00-1.18) 1.41 0.1
Coarse Sand 20 (0.85-1.,00) 0.34 0. X7
30 (0.60-0.85) 0.41 0,21
35 (0.50-0.60) .12 0.06
Medium Sand 40 (0.43-0.50) 0.07 0,03
<40 ( <0.43 ) 0.24 0.12

* Sieve analysis based on a 200 gram sample of as received material.




